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Disclaimer

This document was prepared as an account of work sponsored by an agency of the United States
Government. Neither the United States Government nor the University of California nor any of their
employees, makes any warranty, express or implied, or assumes any legal liability or responsibility for
the accuracy, completeness, or usefulness of any information, apparatus, product, or process
disclosed, or represents that its use would not infringe privately owned rights. Reference herein to any
specific commercial product, process, or service by trade name, trademark, manufacturer, or otherwise,
does not necessarily constitute or imply its endorsement, recommendation, or favoring by the United
States Government or the University of California. The views and opinions of authors expressed herein
do not necessarily state or reflect those of the United States Government or the University of California,
and shall not be used for advertising or product endorsement purposes.

This work was performed under the auspices of the U.S. Department of Energy by University of
California, Lawrence Livermore National Laboratory under Contract W-7405-Eng-48.
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In this quarter, an FEM simulation was carried out to test the Johnson-Cook failure model
for validation. The model specifies a failure strain as a function of triaxiality, strain rate
and temperature. The compressive pressure at the center region of the slab becomes
tensile right after high reduction, which changes the value of the stress triaxiality
dramatically. Since the fracture is typically initiated by high stress concentration at a
sharp notch, capturing the correct notch geometry at the center of the slab center becomes
important. In our simulation, fracture occurs at the notch region owing to crack-like
geometry that gives high stress concentration at the notch tip as shown in Figure 1. As
the slab is continuously moved to the right direction for reduction, the portion above the
fractured element has tensile stress similar to mode | type fracture. A snapshot of
fractured (or “alligatored”) slab and a simulation is given in Figure 2. Currently, more
analyses are being done to understand the fracture behavior more thoroughly.

Also, LLNL personnel presented the project work at two conferences:

1) 2004 NNSA Future Technologies Conference, Washington DC, May 17-19, 2004
poster presentation

2) The 8" International Conference on Numerical Methods in Industrial Forming
Processes (2004 NUMIFORM), Ohio State University, June 13-17, 2004, paper
presentation.
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Figure 2. a) Fractured ingot and b) simulation of center splitting
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Milestone Log

Development of a Rolling Process Design Tool for Use in Improving Hot Roll Slab

Recovery
Identification Number Description Planned Completion Actual Completion Date
Date
1. Constitutive model defined: 3/02 3/02
PQ3
2. Fracture model defined: PQ5 9/02 9/02
3. Friction model defined: PQ3 3/02 3/02
4. Finite element model 6/02 6/02
constructed: PQ4
5. Rolling data produced: PQ6 12/02 12/02
6. Initial code validation studies 6/03 6/03
completed: PQ8
7. Validate models in a 12/03 12/03
production configuration:
PQ10
8. Complete parameter study: 8/04

PQ12
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